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Moss 
Colour fastness to rubbing DIN EN ISO 105-X-12 
 
 

Color: Dry:  Wet: 
0001 * 4-5 4 
0002 4-5 4 
0003 4-5 4-5 
0004 4-5 4-5 
0005 4-5 4-5 
0006 4-5 4-5 
0007 * 4-5 4 
0008 * 4-5 4 
0009 * 4-5 4 
0010 4-5 4-5 
0011 4-5 4-5 
0012 * 4-5 4 
0013 4-5 4-5 
0014 * 4-5 4 
0015 4-5 4 
0016 4-5 4-5 
0017 4-5 4-5 
0018 4-5 4-5 
0019 4-5 4-5 
0020 4-5 4 
0021 4-5 4 
0022 * 4-5 4 
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