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ACT Guidelines Woven fabrics 

 

Flammability 

US Cal. Bull. 117-2013 

 

Dry & Wet Crocking 

Dry Crocking: Grade 4.5 

Wet Crocking: Grade 3.5 

 

Colour Fastness to Light 

Grade 4.0 minimum 40 hours 

 

Physical properties 

Pilling Class 4     

Breaking Strength warp 136 / weft 128 lbs. 

Seam Slippage warp 99.5 / weft 36.5 lbs.  

 

Abrasion 

100.000 cycles Martindale – High Traffic / Public Spaces 

http://www.kvadrat.dk/

