EN 29053 - Determination of airflow resistance

Direct airflow method - method A
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Client Kvadrat
Date: 14/09/2020
Fabric details  Type:
Colour:
Item number:
Batch:
Manufacturer:
Specimen Diameter:
Thickness:
Area specific mass:
ul (mm/s) R, (Pas/m)
16.53 654
14.16 653
11.80 651
9.44 651
7.12 647
472 653

Airflow resistance R (Pa s/m)
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Rs =648 Pa s/m

Test conducted by Kvadrat SoftCells
Poznanska 3, 62-023 Gadki



